
Disclaimer of Liability
Technical information contained herein is furnished without charge or obligation and is given and 
accepted at recipient’s sole risk. Because conditions of use may vary and are beyond our control, 
Owens Corning makes no representation about, and is not responsible or liable for the accuracy 
or reliability of data associated with particular uses of any product described herein. 
SCS Global Services provides independent verifi cation of recycled content in building 
materials and verifi es recycled content claims made by manufacturers. For more information, 
visit www.SCSglobalservices.com. 
LEED® is a registered trademark of the U.S. Green Building Council.

Certifi cations and Sustainable Features
• Certifi ed by SCS Global Services to contain a minimum of 

55% recycled glass content, 18% pre-consumer and 37% 
post-consumer

• GREENGUARD Certifi ed products are certifi ed to 
GREENGUARD standards for low chemical emissions into 
indoor air during product usage. For more information, 
visit ul.com/gg*

• Environmental Product Declaration (EPD) has been certifi ed 
by UL Environment*

• Material Health Certifi cate from Cradle to Cradle Products 
Innovation Institute

• ENERGY STAR and the ENERGY STAR mark are registered 
trademarks of the U.S. Environmental Protection Agency
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Installation Considerations for Enclosed Cavity 
Applications
When installing PROPINK® L77 PINK® Fiberglas™ Insulation 
in a thermal or acoustical retrofi t application, it is absolutely 
critical that the enclosed cavity crews have a general 
knowledge of construction and framing principles and a full 
understanding of the blowing equipment. Additionally, the 
following items should be considered:

• Check for possible routes that may allow insulation to 
escape from cavities and fall into the living area, basement 
or crawlspace.

• Check exterior siding for signs of paint peeling or moisture 
problems. If these problems exist, walls should not be 
insulated until underlying reasons for the problems have 
been corrected. Insulating a cavity that does not have an 
adequate interior vapor retarder substantially increases 
the potential for exterior and/or interior moisture problems.

• Check for HVAC ducts or fl ues that may be present in wall 
or fl oor cavities to be insulated.

• Check for cavity surfaces which may not be able to 
withstand pressures created during the blowing process.

Fiberglass Insulation and Mold:
As manufactured, Fiberglass insulation is resistant to mold 
growth. However, mold growth can occur on building ma-
terials, including insulation, when it becomes contaminated 
with organic material and when water is present. To avoid 
mold growth on FIBERGLAS™ insulation, remove any water 
that has accumulated and correct or repair the source of 
that water as soon as possible. Insulation that has become 
wet should be inspected for evidence of residual moisture 
and contamination, and any insulation that is contaminated 
should be promptly removed and replaced.

Environmental and Sustainability 
Owens Corning is a worldwide leader in building material 
systems, insulation and composite solutions, delivering a 
broad range of high-quality products and services. 
Owens Corning is committed to driving sustainability by 
delivering solutions, transforming markets and enhancing 
lives. More information can be found at 
www.owenscorning.com. 
Notes
For additional information, refer to the Safe Use Instruction 
Sheet (SUIS) found in the SDS Database via 
http://sds.owenscorning.com.

Walls

R-value Framing

Minimum 
Initial Installed 

Thickness 
(Inches)

Installed 
Density 

(lbs per cu. ft.)

Maximum 
Coverage
 Per Bag
(sq. ft.)

Minimum 
Bags Per 

1000 sq. ft.

Minimum 
Weight 

(lbs per sq. ft.)

14 2x4 3.5 1.25 87.8 11.4 0.364
15 2x4 3.5 1.45 75.7 13.2 0.423
16 2x4 3.5 2.20 49.9 20.1 0.642
22 2x6 5.5 1.25 55.9 17.9 0.573
23 2x6 5.5 1.35 51.7 19.3 0.619
24 2x6 5.5 1.75 40.0 25.0 0.802

Floors

R-value Framing

Minimum 
Initial Installed 

Thickness 
(Inches)

Installed 
Density 

(lbs per cu. ft.)

Maximum 
Coverage Per 
Bag (sq. ft.)

Minimum Bags 
Per 1000 sq. ft.

Minimum 
Weight 

(lbs per sq. ft.)

30 2x8 7.25 1.35 39.2 25.5 0.816
38 2x10 9.25 1.35 30.8 32.5 1.041
46 2x12 11.25 1.35 25.3 39.6 1.266

Cathedral Ceiling2

R-value Framing

Minimum 
Initial Installed 

Thickness 
(Inches)

Installed 
Density 

(lbs per cu. ft.)

Maximum 
Coverage Per 
Bag (sq. ft.)

Minimum Bags 
Per 1000 sq. ft.

Minimum 
Weight 

(lbs per sq. ft.)

30 2x8 7.25 1.35 39.2 25.5 0.816
38 2x10 9.25 1.35 30.8 32.5 1.041
49 2x12 11.25 1.85 18.5 54.2 1.734

1.  This product shows negligible settling.
2.  Raft-R-Mate baffl es should be installed in the underside of the roof deck in each rafter cavity, 
from eave to ridge, to provide required ventilation 

A Volu-Matic SE insulation blowing machine was used to determine the coverage information. 
The machine was set up in 3rd gear, with a 12" gate opening, 1.4 psi air bleed pressure, and 
100' of 4" plus 50" of 3.5" Mark 2 hose, blowing the material out in a 10' arc.

Attics  
Nominal Bag Weight 32 lbs.

R-value

Minimum 
Initial Installed 

Thickness 
(Inches)

Minimum Settled 
Thickness1

Maximum              
Coverage Per 
Bag (sq. ft.)

Minimum
Bags Per 

1000 sq. ft.

Minimum Weight
(lbs per sq. ft.) 

13 4.75 4.75 184.6 5.4 0.173
19 7.00 7.00 125.0 8.0 0.256
22 8.00 8.00 106.3 9.4 0.301
26 9.25 9.25 89.6 11.2 0.357
30 10.50 10.50 77.0 13.0 0.416
38 13.25 13.25 59.9 16.7 0.534
44 15.00 15.00 50.7 19.7 0.631
49 16.75 16.75 45.0 22.2 0.711
60 20.00 20.00 35.8 28.0 0.895


